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FRONT PLATE & ROCKER MATERIAL SPECIFICATION l

Front Plate    Capital Bronse (BZ)    Capital Satin Chrome (SC)   Highly Polished Chrome (HPC)

Base material    Mild Steel    Mild Steel    Mild steel

Process   1) Polished and brushed  1) Polished and brushed  1) Polished plate

 2) Electrophoresis  2) Nickel-chrome plated  2) Electrophoretically laquered

 3) Stoved  3) Stoved  3) Stoved

Rocker    WH moulded rocker as standard    WH moulded rocker as standard    WH moulded rocker as standard

Base Material   Polycarbonate    Polycarbonate    Polycarbonate

Interior   White interior as standard   White interior as standard   White interior as standard

Base Material   Polycarbonate    Polycarbonate    Polycarbonate

METAL PLATE

Front plate        Moulded front plate

Base material    Urea Formaldehyde

Rocker    Moulded Rocker

Base material    Polycarbonate

CAPITAL MOULDED

Lengths    PVC

Base Material   PolyVinyl Chloride

All components  PVC

Base Material   PolyVinyl Chloride

PVC TRUNKING

Front plate          Moulded front plate

Base material    Polycarbonate

Rocker    Moulded Rocker

Base material    Polycarbonate

PLATINUM LOW PROFILE WHITE MOULDED

Front Plate    Capital Polished Brass (PB)   Polished Stainless Steel (PSS)    Stainless Steel (SS)

Base material    Mild Steel    Stainless Steel    Stainless Steel

Process   1) Polished plate  1) Polished Steel plate  1) Stainless Steel plate

 2) Electrophoresis

 3) Stoved

Rocker    WH moulded rocker as standard    WH moulded rocker as standard    WH moulded rocker as standard

Base Material   Polycarbonate    Polycarbonate    Polycarbonate

Interior   White interior as standard   White interior as standard   White interior as standard

Base Material   Polycarbonate    Polycarbonate    Polycarbonate

METAL PLATE

Front Plate           Satin Chrone (SC/WH)      Polished Brass (PB)   Highly Polished Chrome (HPC)    Black Nickel (BKN)

Base material    Mild steel    Mild steel    Mild steel    Mild steel

Process   1) Polished and brushed  1) Polished plate  1) Polished plate  1) Polished plate

 2) Electrophoretically lacquered  2) Electrophoretically lacquered  2) Electrophoretically lacquered  2) Painting finished

 3) Stoved  3) Stoved  3) Stove  3) Stoved

Rocker    Satin Chrone (SC/WH)    Polished Brass (PB)   Highly Polished Chrome (HPC)    Black Nickel (BKN)

Base material    Cast Zinc   Cast Zinc   Cast Zinc   Cast Zinc

Process   1) Polished and brushed  1) Polished plate  1) Polished plate  1) Polished plate

 2) Electrophoretically lacquered  2) Electrophoretically lacquered  2) Electrophoretically lacquered  2) Painting finished

 3) Stoved  3) Stoved  3) Stoved  3) Stoved

Interior   White interior as standard   Black interior as standard    Black interior as standard    Black interior as standard

Base Material   Polycarbonate    Polycarbonate    Polycarbonate    Polycarbonate

PLATINUM LOW PROFILE METAL PLATE
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FRONT PLATE & ROCKER MATERIAL SPECIFICATION l

Front Plate           Stainless Steel (SS/WH)                     Polished Brass(PB)                              Polished Stainless Steel (PSS)

Base Material        Stainless Steel                                        Mild Steel                                              Stainless Steel

Process                  1) Polished plate                                    1) Polished plate                                    1) Polished plate

                                                                                          2) Electrophoresis

                                                                                          3) Stoved

Rocker                  Stainless Steel (SS/WH)                     Polished Brass(PB)                              Polished Stainless Steel (PSS)

Base Material        Cast Zinc                                               Cast Zinc                                               Cast Zinc

Process                  1) Polished and brushed                        1) Polished and brushed                        1) Polished and brushed

                             2) Electrophoretically lacquered             2) Electrophoretically lacquered             2) Electrophoretically lacquered

                             3) Stoved                                               3) Stoved                                               3) Stoved

Interior                White interior as standard                Black interior as standard                  Black interior as standard

Base Material        Polycarbonate                                        Polycarbonate                                        Polycarbonate

PLATINUM FLAT PLATE

Front Plate           Industrial Grey ( BG)

Base material         Mild Steel

Process                  1) Polished plate

                             1) Iron phosphated

METALCLAD

Enclosure              Acrylonitrile Styrene Acylate

Rockers (external)  Acrylonitrile Styrene Acylate

WEATHERSEAL

Front Plate           White (WH) 1 - 6 Gang                       White(WH) 8 - 24 Gang                      Industrial Grey  (BG)                           Satin Chrome (SC)

Base material         Urea Formaldehyde                               Mild steel                                               Mild Steel                                              Mild Steel

Process                                                                                1) Polished plate                                    1) Polished plate                                    1) Polished and brushed

                                                                                          2) Spray Painted                                    1) Iron phosphated                                2) Nickel-chrome plated

ROCKERGRID PLATES

Front Plate           Bronse(BZ)                                           Highly Polished Chrome(HPC)          Polished Brass(PB)                              Polished Stainless Steel(PSS)

Base material         Mild Steel                                              Mild steel                                               Mild Steel                                              Stainless Steel

Process                  1) Polished and brushed                        1) Polished plate                                    1) Polished and brushed                        1) Polished and brushed

                             2) Electrophoresis                                  2) Electrophoretically laquered               2) Electrophoresis                                  2) Nickel-chrome plated

ROCKERGRID PLATES

Rocker                  White Moulded                                  Black Moulded                                    Grey Moulded                                     Red Moulded

Base material         Polycarbonate                                        Polycarbonate                                        Polycarbonate                                        Polycarbonate

ROCKERGRID

Rocker                  Bronze (BZ)                                          Satin Chrome (SC/WH)                       Highly Polished Chrome (HPC)          Stainless Steel (SS/WH)

Base material         Cast Zinc                                               Cast Zinc                                               Cast Zinc                                               Cast Zinc

Process                  1) Polished and brushed                        1) Polished and brushed                        1) Polished and brushed                        1) Polished and brushed

                             2) Electrophoretically lacquered             2) Electrophoretically lacquered             2) Electrophoretically lacquered             2) Electrophoretically lacquered

ROCKERGRID 

Rocker                  Polished Brass (PB)                             Polished Stainless Steel (PSS)

Base material         Cast Zinc                                               Cast Zinc

Process                  1) Polished and brushed                        1) Polished and brushed

                             2) Electrophoretically lacquered             2) Electrophoretically lacquered

ROCKERGRID
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